
 Manufacturers Identified Products Identified PIS C14 BEES Standards
26 51 23 9 2

ASTM D-1238-00  
ASTM D-790-00  
ASTM D-256-00  
ASTM D-6662-01  
ASTM D-2565
ASTM D-2244-99 
ASTM D-1413-99

2 GO5G GO5G-0002 29
ASTM E90-2004  
ASTM E413-04

4 R49D R49D-0001 yes 60 ASTM E-84  
5 R49D R49D-0002 yes 64 ASTM E-84  

ANSI 208.1-1999  
ANSI 208.2-1999  
ASTM D 1037-96A
ANSI 208.1-1999  
ANSI 208.2-1999  
ASTM D 1037-96A
ASTM D 4060-90  
ASTM E 84-91  
ASTM E72-98  
ASTM E84/Uljj 723  
ASTM E119/UL  
ASTM E90-99  
ASTM D3273
ASTM C473 
ASTM C273
ASTM E90-2004  
ASTM E413-04
ASTM E119  
ASTM E72-98  
Ac04  
ASTM C739 sections 9, 11, 12, 13, 14  
FEMA 320
DoD/GSA Blast Test 

FV8Y-0002 40

6 ZVT2 ZVT2-0001 yes 92 yes

3 FV8Y

7 ZVT2 ZVT2-0003 yes

ZVT2-0002 yes 92

26 yes

9 SZWN SZWN-0001 yes

92

8 ZVT2

1 GO5G GO5G-0001 yes

FV8Y-0003 yes

100

11 H4N2 H4N2-0001 yes

10 FV8Y



Airborne Contamination 
ICBO
ASTM E72-98 AC-04 Aolding combustionxial & 
Point Loading  
ASTM E119 smolding combustion  
ASTM C739 Odor Emissions, Corrosiveness, 
Moisture, Fungi Resistance  
ASTM E 90 Sound Transmission Loss  
ASTM E 90-02 Airborne Sound Transmission Loss

ASTM E 413-87 Rating Sound Insulation 
ASTM 1332-90 Outdoor-Indoor Transmission 
Class 
ASTM E 2235-03 Decay Rates of Sound Insulaltion 

AC-04 Acceptance Criteria 
ASTM C739 Corrosiveness 
ASTM C739 Moisture Sorption 
ASTM E413-87 Rating Sound Insulation 
ASTM E 90 Sound Transmission Loss Test Report 

ASTM E 90-02 Sound Transmission Loss Test
ASTM E119 Fire Resistance  
AC-04 Acceptance Criteria for Sandwich Panels-
Structural  
ASTM E72 Structural Strength  
ASTM C739 FungiResistance  
ASTM C739 Odor Emission
ASTM E119 Fire Resistance  
AC-04 Acceptance Criteria for Sandwich Panels-
Structural  
ASTM E72 Structural Strength  
ASTM C739 Fungi Resistance  
ASTM C739 Odor Emission
ASTM C739 Corrosiveness 
ASTM C739 Moisture Sorption 
Blast Capacity Evaluation 

12 H4N2 H4N2-0007 yes

13 H4N2 H4N2-0004 yes

H4N2-0003 yes14 H4N2



ASTM E 90 Sound Transmission Loss 
ASTM E 90-02 Airborne Sound Transmission

15 N8N5 N8N5-0001 yes
16 N8N5 N8N5-0005 yes

ASTM E72-98  
ASTM E84/UL 723  
ASTM E119/UL 263  
ASTM E90-99, E413-87, E1132-90  
ASTM C423-90a, E795-93
ASTM D3273-94 
ASTM C473-00
ASTM E119 Fire Resistance  
AC-04 Acceptance Criteria for Sandwich Panels-
Structural Strength  
ASTM E72 Structural Strength  
ASTM C739 FungiResistance  
ASTM C739 Odor Emission
ASTM C739 Corrosiveness 
ASTM C739 Moisture Sorption 
FEMA 320 
ASTM E 90 Sound Transmission Loss 
ASTM E 90-02 Airborne Sound Transmission
UBC-7-2  
ASTM E-2074  
NFPA 252  
UL 10C  
CAN4 S104

20 PN74 PN74-0005 yes
ANSI A208.1-1999  
CHPS 01350  

22 E3WE E3WE-0002 yes
23 E3WE E3WE-0001 yes

ANSI A208.1-1999  
CHPS 01350  
ANSI A208.1-99 M3 PB  
ANSI A208.2-2002 Grade 130-MR50 MDF  

17 SZWN SZWN-0002 yes

18 H4N2 H4N2-0006 yes

19 P329 P329-0001 yes

EF62-0001 yes

24 EF62 EF62-0002 yes

21 EF62

25 M2U2 M2U2-0001 yes



Flammibility testing in accordane with the ASRM E 
84 test procedure

26 F5BM F5BM-0001
27 PX75 PX75-0003
28 K4Y7 K4Y7-0002
29 K4Y7 K4Y7-0001
30 M2U2 M2U2-0003
31 PN74 PN74-0004
32 PN74 PN74-0003
33 M2U2 M2U2-0005
34 GG2H GG2H-0002
35 Q8CH Q8CH-0001
36 Q8CH Q8CH-0002
37 VYOT VYOT-0001
38 PN74 PN74-0001
39 PN74 PN74-0002
40 GG2H GG2H-0001
41 GG2H GG2H-0003
42 K9VH K9VH-0002
43 H3GC H3GC-0008
44 M2U2 M2U2-0004
45 F4EQ F4EQ-0001
46 R8U2 R8U2-0001
47 M2U2 M2U2-0006
48 ESDQ ESDQ-0001
49 OTKZ OTKZ-0001
50 JOM9 JOM9-0001
51 Q219 Q219-0001



0 Third Quartile 92
0 Median 62 9
0 Average 60
0 First Quartile 40

 Manufacturers Identified Products Identified C14 BEES
1 GO5G GO5G-0001 26 yes
2 GO5G GO5G-0002 29
3 FV8Y FV8Y-0002 40
4 R49D R49D-0001 60
5 R49D R49D-0002 64
6 ZVT2 ZVT2-0001 92 yes
7 ZVT2 ZVT2-0003 92
8 ZVT2 ZVT2-0002 92
9 SZWN SZWN-0001 100



Composite Panels
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